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*. - TEXT: A new method, based on the kinetic equations for
" monomolecular reaction, is proposed for the evaluation of experi-
mental annealing curves and, in particular, for the calculation of
~ the activation energy required for the wmovement of lattice distor-
"4 tions. The accuracy attainable with this method is greater than
with others and the procedure lends itSelf.well to computer work,
It is shown that only omne annealing curve is required in order to
determine the activation emergy and the frequency factor. Taking
the dispersion of the measured data, which in every real case is
evaluated by the method of least squares, an e§t1mate of the error
is obtained. Numerical calculations are used in preference to
graphical methods when a complete family of curves is available.
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When a number of annealing processes overlap, their asymptotic
behavior should be investigated individually. In certain circume -
stances the low-temperature process should be discontinued in fay6; ‘
. of pre-amnealing, in order to investigate fully the high-temperature
- method first. There'are 5 figures and 8 tables, '
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